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Flat Web Sling Inspection

How to inspect before use
Ensure your safety, the safety of your site and teammates when conducting inspections. All inspections of Flat 

Web Slings shall be conducted in accordance with the relvant standards.

Inspect all the components of the Flat Web Sling thoroughly

1. Working Load Limit Tag 2. Stitching

3. External Cover 4. Load Bearing Core

what to look for
Burnt, Chemical Damage, Cut, Damaged Stitching, Distored, Excess Dirt/Grease, Hardened Fibres, Heat 
Damage, Holes, Incorrect Colour Tag, Information missing, Internal Fibres Visible, Nicks, Unexplained 
Lumps, Faded/Colour change,  Unreadable, Worn.
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